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ALUMINA EVALUATION 

A report documenting the evaluation of Kwinana, Reynolds and 

Alpart aluminas was issued. The comparison of analytical methods 

by TRC, Columbia Falls, and Alcoa established the reliability of 

internal procedures. 
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